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GUANGDONG LEARY NEW MATERIAL TECHNOLOGY CO.,LTD .

BEISHUI INDUSTRIAL ZONE, XINGTAN TOWN, SHUNDE DISTRICT, FOSHAN CITY, GUANGDONG 

PROVINCE

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Green ink .

SGS Job No. : CP20-035324 - GZ .

Product Category : . Solvent-based: Gravure ink .

Date of Sample Received : . 14 Jul 2020.

14 Jul 2020 - 21 Jul 2020 .Testing Period : .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

GB 38507-2020-Volatile Organic Compounds (VOC) . PASS.

Kelly Qu.

Approved Signatory . . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. CAN20-117262.004 Green ink.

Remarks :

                 (1) 1 mg/kg = 0.0001%

                 (2) MDL = Method Detection Limit

                 (3) ND = Not Detected ( < MDL )

                 (4) "-" = Not Regulated

GB 38507-2020-Volatile Organic Compounds (VOC).

Test Method : . With reference to GB/T 38608-2020 Appendix A. .

MDLTest Item(s). Limit. Unit. 004.

Volatile Organic Compounds (VOC) . 75.0 %(w/w). 0.1 54.2

Comment. PASS
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Sample photo: .

CANEC2011726204

CAN20-117262.004 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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